RM200QC COLOR SAMPLE REPORT

Report Date: 01.09.2026 Device S/N: 2010008336

Report Overview

____________________




RM200QC COLOR SAMPLE REPORT

Report Date: 01.09.2026 Device S/N: 2010008336

Tolerance Type: CIE LAB D65 10° Limit: 2.0

Standard Date & Time Pass Rate AE Average
Green 01.09 14:40 01.09.2026 14:40:18 85.1 -144 64 15.7 156. 37.5% 3.0

Strength Gray Scale

Date & Time (tristim.) ~ stain color
Sample 1 01.09.2026 17:48:56 0.0 -0.3 -0.1 0.2 0.2 0.3 Pass 100% 5 5
Sample 2 01.09.2026 17:49:53 2.6 35 2.2 -1.9 3.6 49 Fail 66 % 4-5 2-3
Sample 3 01.09.2026 17:49:59 0.1 -0.4 -0.0 0.4 0.2 0.4 Pass 100% 5 4-5
Sample 4 01.09.2026 17:59:13 0.2 -0.4 -0.0 0.3 0.2 0.4 Pass 99 % 5 5
Sample 5 01.09.2026 17:59:17 2.3 3.8 25 -1.9 42 5.1 Fail 68 % 4-5 2-3
Sample 6 01.09.2026 17:59:21  -14  -22 -2.6 1.3 32 3.7 Fail 123% 45 3
Sample 7 01.09.2026 17:59:24  -0.7  -2.7 2.7 3.6 1.2 3.9 Fail 115% 45 3
Sample 8 01.09.2026 17:59:28  -1.7  -47 -1.8 3.9 32 5.4 Fail 135% 4 2-3
Auditing Date Auditor

Green 01.09 14:40 1/1



RM200QC COLOR SAMPLE REPORT

Report Date: 01.09.2026 Device S/N: 2010008336

Tolerance Type: CIE LAB D65 10° Limit: 2.0

Standard Date & Time Pass Rate AE Average
Green 01.09 14:42234 01.09.2026 14:42:55 541  -478 3.7 479 1754 50.0% 2.3

Strength Gray Scale

Date & Time (tristim.) ~ stain color
Sample 1 01.09.2026 17:49:23  -03 0.1 -1.5 -0.0 15 15 Pass 102% 5 4-5
Sample 2 01.09.2026 17:49:47  -14  -0.1 6.1 0.9 6.0 6.2 Fail 110% 4 2-3
Sample 3 01.09.2026 17:50:03 0.1 03 00 0.3 0.0 0.3 Pass 100% 5 5
Sample 4 01.09.2026 17:58:38 -1.1 0.9 -1.6 -1.0 15 2.1 Fail 106%  4-5 4
Sample 5 01.09.2026 17:58:42 0.7 0.4 -1.5 -0.5 1.4 1.7 Pass 104% 5 4
Sample 6 01.09.2026 17:58:48 3.1 1.6 0.5 -1.6 0.7 3.6 Fail 80 % 4-5 3
Sample 7 01.09.2026 17:59:03  -25  -0.3 00 03 0.1 2.6 Fail 119% 45 34
Sample 8 01.09.2026 17:59:08 04 0.4 0.1 04 01 0.6 Pass 102% 5 4-5
Auditing Date Auditor

Green 01.09 14:42234 1/1



